Color Toolbox 16.0 20.05.2020

Color quality certificate

Reference data: ...2002 CMYK visual Proof ala f51 AV _Smoothed.txt

Comparison ...CMYK visual_Proof Matt Laminat_ AV_Smoothed.txt
Standard: PSO 1ISO12647-2_2013
Paper:

Measuring method

[lluminant:
Observer:
Density:
Polarization:
Measuring device:

Job number: Measured_Print_Without_Lamination_vs_With_Lamination
Job name: Measured_After_Matt_Lamitation
Sheet number:

Comment:




ab diagram 20.05.2020

Job number: Measured_Print_Without_Lamination_vs_With_Lamination <t
Job name: Measured_After_Matt_Lamitation

Sheet number:

Comment:

Reference data: ...2002 CMYK visual_Proof ala_f51_AV_Smoothed.txt
Comparison data:...CMYK visual_Proof Matt_Laminat AV_Smoothed.txt

Standard: PSO ISO12647-2 2013
Paper:
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xy diagram 20.05.2020

Job number: Measured_Print_Without_Lamination_vs_With_Lamination <t
Job name: Measured_After_Matt_Lamitation

Sheet number:

Comment:

Reference data: ...2002 CMYK visual_Proof _ala_f51_AV_Smoothed.txt
Comparison data:...CMYK visual_Proof Matt_Laminat AV_Smoothed.txt
Standard: PSO 1ISO12647-2_2013

Paper:
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La/Lb diagram 20.05.2020

Job number:
Job name:
Sheet number:
Comment:

Reference data:

Standard:
Paper:

Measured_Print_Without_Lamination_vs_With_Lamination

Measured_After Matt Lamitation

...2002 CMYK visual_Proof_ala_f51_AV_Smoothed.txt
Comparison data:...CMYK visual_Proof Matt_Laminat AV_Smoothed.txt

PSO 1S012647-2_2013
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dLab report 20.05.2020

Job number:
Job name:
Sheet number:
Comment:

Reference data:

Measured_Print_Without_Lamination_vs_With_Lamination

Measured_After Matt Lamitation

...2002 CMYK visual_Proof_ala_f51_AV_Smoothed.txt

Comparison data:...CMYK visual_Proof Matt_Laminat AV_Smoothed.txt

Standard:
Paper:

PSO 1SO12647-2_2013

dE
Mean:
StdDev:
Max:

Mean:
StdDev:
Max:

da
Mean:
StdDev:
Max:

159

db
Mean:
StdDev:
Max:

-8 -7 -6

5 4 3 2 -1 0 1

Max.Ind.:

Max.Ind.:

Max.Ind.:

Max.Ind.:

6.03
3.43
14.11
28

3.36
3.01
13.40
27

-0.28
3.74
12.28
170

0.48
3.68
-11.05
1411
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View of specific proof result 20.05.2020

Job number:
Job name:
Sheet number:

Comment:

Reference data: ...2002 CMYK visual_Proof ala_f51_AV_Smoothed.txt

Measured_Print_Without_Lamination_vs_With_Lamination
Measured_After Matt Lamitation

Comparison data:...CMYK visual_Proof Matt_Laminat AV_Smoothed.txt

Standard:
Paper:

PSO 1SO12647-2_2013

Total results:

Analysis of all patches Mean: 6.03 Deviation: 3.43 Maximum: 14.11

25% 40% 50% 70% 75% 80%
Ref |Cmp | d Ref |Cmp | d Ref |Cmp | d Ref |Cmp | d Ref |Cmp | d Ref |Cmp | d
Black 10.96| 11.72| 0.76|14.39|14.28| -0.12| 15.06| 15.31| 0.25|14.57| 14.42| -0.14|13.51| 13.34| -0.16|11.91| 11.76| -0.15
Cyan 13.79/15.38| 1.59/17.31|17.40| 0.09|18.91|18.76| -0.16| 15.36| 15.38| 0.02|13.60|13.79| 0.20|12.27|12.49| 0.22
Magenta 12.66/12.01| -0.66| 16.79| 15.95| -0.84|17.72| 17.41| -0.30| 15.95| 15.98| 0.03|14.66| 14.62| -0.04| 12.94| 12.89| -0.05
Yellow 12.92/19.85| 6.94|17.12|22.37| 5.25|17.68|22.03| 4.35|16.61/18.01| 1.41|15.02| 15.76| 0.74]12.78|13.02| 0.24
Ref Cmp dD
Black 164 1.26 -0.38 oo« I |
Cyan 1.40 115 -0.25 oo« I |
Magenta 166 129 0.37 o<« |
Yellow 1.28 113 -0.15 . ] |
Lab Reference Lab Comparison
L* a* b* L* a* b* dE*ab

Paper 95.09| 1.04| -4.86| 9505 1.18| -465| 025 |
Black 16.83) 118 -046 2804 0.86 010 112> | ¢+ ¢
Cyan 57.80| -35.63| -52.86| 59.24 -30.02| -50.65| 6.21 |
Magenta 48.96| 7546| -579| 52.39| 69.34| -397| 7.24 —
Yellow 89.43| -473| 9261 90.09| -4.06| 87.36 5.33 .
Red 48.71| 7045 4620 5257 6515 3822 1033 | + ¢ o
Green 4929 6495 24.85 5201 -54.38 20.66| 11.60 N S oo o
Blue 25.41| 1912 -48.91| 3278| 1380 -39.34| 1320 | + ¢ ¢
Overprint 2336 -031 -0.81 3177 002 -023 844 O

dE(ab)| Status Maximum |Field ID's
Paper: 0.25 |4 OK 3.00 | A27, Q14
Mean 6.03 | # Not OK 3.00
Maximum 14.11 | # Not OK 6.00 | 28
Primary colors (max) 11.22 | % Not OK 5.00
Maximum dH* primary colors 3.56 |# Not OK 2.50
Mean dH* CMY gray 0.49 @ OK 1.50
Black 11.22 | # Not OK 5.00 | Q21, S12
Cyan 6.21 |3 Not OK 5.00 | D28, T36
Magenta 7.24 |# Not OK 5.00 | A19, T3
Yellow 5.33 | # Not OK 5.00 | I3, S7
Red 10.33 | # Not OK 6.00 | H32
Green 11.69 | # Not OK 6.00 | L4
Blue 13.20 | # Not OK 6.00 | D20

] | |
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CIE report 20.05.2020

Job number: Measured_Print_Without_Lamination_vs_With_Lamination
Job name: Measured_After_Matt_Lamitation

Sheet number:

Comment:

Reference data: ...2002 CMYK visual_Proof ala_f51_AV_Smoothed.txt
Comparison data:...CMYK visual_Proof Matt_Laminat AV_Smoothed.txt

Standard: PSO 1ISO12647-2_2013
Paper:

dE(ab)| Status Maximum | Field ID's
Paper: 0.25 |@ OK 3.00 | A27, Q14
Mean 6.03 | ¥ Not OK 3.00
Maximum 14.11 |# Not OK 6.00 | 28
Primary colors (max) 11.22 |# Not OK 5.00
Maximum dH* primary colors 3.56 |# Not OK 2.50
Mean dH* CMY gray 0.49 |@ OK 1.50
Black 11.22 | # Not OK 5.00 | Q21, S12
Cyan 6.21 |# Not OK 5.00 | D28, T36
Magenta 7.24 |# Not OK 5.00 | A19, T3
Yellow 5.33 |# Not OK 5.00 | 13, 87
Red 10.33 |# Not OK 6.00 | H32
Green 11.69 |# Not OK 6.00 | L4
Blue 13.20 |# Not OK 6.00 | D20

| | |
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